


JACKSON LAKE LODGE
101 Jackson Lake Lodge Road 
Grand Teton National Park, Moran, Wyoming
SPONSORED BY AND FUNDING FROM:  National Park Service/USDI

Frank Matero - Project Director, University of Pennsylvania 
John Hinchman - Project Supervisor, University of Pennsylvania
César Bargues Ballester, Nicole Mariel Declet, Araba Prah - Phase 3 Field Team, University of Pennsylvania

THE ARCHITECTURAL CONSERVATION LABORATORY
GRADUATE PROGRAM IN HISTORIC PRESERVATION 		
SCHOOL OF DESIGN - UNIVERSITY OF PENNSYLVANIA

SHEET IDENTIFICATION:

JLLO X-7.36
SHEET DESCRIPTION:

JL-47 EMPLOYEE DORMITORY 7

DELINEATORS:
César Bargues Ballester 

DIGITIZATION:
César Bargues Ballester 
Araba Prah

Conservation Treatment for Period Structural 
Concrete
B001 Spalling and Incipient Spalling in Masonry Units
B002 Cold Joints Cracks in Masonry Units 
B003 Cracking in Masonry Units 
B004 Efflorescence in Masonry Units 
B005 Crazing 
B006 Scaling 
B007 Impact Damage

Conservation Treatment for Period Wood 

B008 General Approach
B009 Rotten Eaves Fascia and Soffits 

B010 Eaves Fascia Board Displacement 
B011 Eaves Fascia Open Corners and Ends 

Conservation Treatment for Roofing Assemblies 

B012 Deteriorated Asphalt Linings 
B013 Flashing failures, Including Open and Displacements
B014 Improper Repair in Flashing
B015 Paint Coatings on Flashing 

Conservation Treatment for Period Windows, Doors and 
Trims 

B016 Windows and Doors 

Conservation Treatment for Period Wall Coverings 

B017 Repair of Open Corners
B018 Improvement of Architectural Detailing
B019 Replacement in Kind 
B020 Refastening Loose Shingles
B021 Repair of Cracks and Fracture in Shingle Siding
B022 Replacement of Vertical Board and Batten 
B023 Removal and Replacement of Deteriorated 
Fiberboard

Conservation Treatment for Period Painting and 
Coating 

B024 Painted Exterior Carpentry Elements 
B025 Soiling and Staining Cleaning
B026 Paint Removal in Siding 
B027Paint Removal in Windows, Doors & Trim 

Other Conservation Issues 

B028 Form and Massing
B029 Fixtures and Fittings 
B030 Improving Architectural Detail Guest Lodge Porches
B031 Staff Housing & Employee Dormitories Siding 

LEGEND

JL-47 Southeast Elevation

JL-47 Northwest Elevation

JL-47 Southwest Elevation

JL-47 Northeast Elevation

JL-47 Roof
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John Hinchman - Project Supervisor, University of Pennsylvania
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THE ARCHITECTURAL CONSERVATION LABORATORY
GRADUATE PROGRAM IN HISTORIC PRESERVATION 		
SCHOOL OF DESIGN - UNIVERSITY OF PENNSYLVANIA

SHEET IDENTIFICATION:

JLLO X-7.37
SHEET DESCRIPTION:

JL-50 EMPLOYEE DORMITORY 2

DELINEATORS:
César Bargues Ballester 

DIGITIZATION:
César Bargues Ballester 
Araba Prah

Conservation Treatment for Period Structural 
Concrete
B001 Spalling and Incipient Spalling in Masonry Units
B002 Cold Joints Cracks in Masonry Units 
B003 Cracking in Masonry Units 
B004 Efflorescence in Masonry Units 
B005 Crazing 
B006 Scaling 
B007 Impact Damage

Conservation Treatment for Period Wood 

B008 General Approach
B009 Rotten Eaves Fascia and Soffits 

B010 Eaves Fascia Board Displacement 
B011 Eaves Fascia Open Corners and Ends 

Conservation Treatment for Roofing Assemblies 

B012 Deteriorated Asphalt Linings 
B013 Flashing failures, Including Open and Displacements
B014 Improper Repair in Flashing
B015 Paint Coatings on Flashing 

Conservation Treatment for Period Windows, Doors and 
Trims 

B016 Windows and Doors 

Conservation Treatment for Period Wall Coverings 

B017 Repair of Open Corners
B018 Improvement of Architectural Detailing
B019 Replacement in Kind 
B020 Refastening Loose Shingles
B021 Repair of Cracks and Fracture in Shingle Siding
B022 Replacement of Vertical Board and Batten 
B023 Removal and Replacement of Deteriorated 
Fiberboard

Conservation Treatment for Period Painting and 
Coating 

B024 Painted Exterior Carpentry Elements 
B025 Soiling and Staining Cleaning
B026 Paint Removal in Siding 
B027Paint Removal in Windows, Doors & Trim 

Other Conservation Issues 

B028 Form and Massing
B029 Fixtures and Fittings 
B030 Improving Architectural Detail Guest Lodge Porches
B031 Staff Housing & Employee Dormitories Siding 

LEGEND

JL-50 Northwest Elevation

JL-50 Southeast Elevation

JL-50 Northeast Elevation

JL-50 Southwest Elevation

JL-50 Roof
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THE ARCHITECTURAL CONSERVATION LABORATORY
GRADUATE PROGRAM IN HISTORIC PRESERVATION 		
SCHOOL OF DESIGN - UNIVERSITY OF PENNSYLVANIA

SHEET IDENTIFICATION:

JLLO X-7.38
SHEET DESCRIPTION:

JL-51 EMPLOYEE DORMITORY 4

DELINEATORS:
César Bargues Ballester 

DIGITIZATION:
César Bargues Ballester 
Araba Prah

Conservation Treatment for Period Structural 
Concrete
B001 Spalling and Incipient Spalling in Masonry Units
B002 Cold Joints Cracks in Masonry Units 
B003 Cracking in Masonry Units 
B004 Efflorescence in Masonry Units 
B005 Crazing 
B006 Scaling 
B007 Impact Damage

Conservation Treatment for Period Wood 

B008 General Approach
B009 Rotten Eaves Fascia and Soffits 

B010 Eaves Fascia Board Displacement 
B011 Eaves Fascia Open Corners and Ends 

Conservation Treatment for Roofing Assemblies 

B012 Deteriorated Asphalt Linings 
B013 Flashing failures, Including Open and Displacements
B014 Improper Repair in Flashing
B015 Paint Coatings on Flashing 

Conservation Treatment for Period Windows, Doors and 
Trims 

B016 Windows and Doors 

Conservation Treatment for Period Wall Coverings 

B017 Repair of Open Corners
B018 Improvement of Architectural Detailing
B019 Replacement in Kind 
B020 Refastening Loose Shingles
B021 Repair of Cracks and Fracture in Shingle Siding
B022 Replacement of Vertical Board and Batten 
B023 Removal and Replacement of Deteriorated 
Fiberboard

Conservation Treatment for Period Painting and 
Coating 

B024 Painted Exterior Carpentry Elements 
B025 Soiling and Staining Cleaning
B026 Paint Removal in Siding 
B027Paint Removal in Windows, Doors & Trim 

Other Conservation Issues 

B028 Form and Massing
B029 Fixtures and Fittings 
B030 Improving Architectural Detail Guest Lodge Porches
B031 Staff Housing & Employee Dormitories Siding 

LEGEND

JL-51 Southwest Elevation

JL-51 Northeast Elevation

JL-51 Northwest Elevation

JL-51 Southeast Elevation

JL-51 Roof
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John Hinchman - Project Supervisor, University of Pennsylvania
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THE ARCHITECTURAL CONSERVATION LABORATORY
GRADUATE PROGRAM IN HISTORIC PRESERVATION 		
SCHOOL OF DESIGN - UNIVERSITY OF PENNSYLVANIA

SHEET IDENTIFICATION:

JLLO X-7.39
SHEET DESCRIPTION:

JL-52 EMPLOYEE DORMITORY 6

DELINEATORS:
César Bargues Ballester 

DIGITIZATION:
César Bargues Ballester 
Araba Prah

Conservation Treatment for Period Structural 
Concrete
B001 Spalling and Incipient Spalling in Masonry Units
B002 Cold Joints Cracks in Masonry Units 
B003 Cracking in Masonry Units 
B004 Efflorescence in Masonry Units 
B005 Crazing 
B006 Scaling 
B007 Impact Damage

Conservation Treatment for Period Wood 

B008 General Approach
B009 Rotten Eaves Fascia and Soffits 

B010 Eaves Fascia Board Displacement 
B011 Eaves Fascia Open Corners and Ends 

Conservation Treatment for Roofing Assemblies 

B012 Deteriorated Asphalt Linings 
B013 Flashing failures, Including Open and Displacements
B014 Improper Repair in Flashing
B015 Paint Coatings on Flashing 

Conservation Treatment for Period Windows, Doors and 
Trims 

B016 Windows and Doors 

Conservation Treatment for Period Wall Coverings 

B017 Repair of Open Corners
B018 Improvement of Architectural Detailing
B019 Replacement in Kind 
B020 Refastening Loose Shingles
B021 Repair of Cracks and Fracture in Shingle Siding
B022 Replacement of Vertical Board and Batten 
B023 Removal and Replacement of Deteriorated 
Fiberboard

Conservation Treatment for Period Painting and 
Coating 

B024 Painted Exterior Carpentry Elements 
B025 Soiling and Staining Cleaning
B026 Paint Removal in Siding 
B027Paint Removal in Windows, Doors & Trim 

Other Conservation Issues 

B028 Form and Massing
B029 Fixtures and Fittings 
B030 Improving Architectural Detail Guest Lodge Porches
B031 Staff Housing & Employee Dormitories Siding 

LEGEND

JL-52 Northwest Elevation

JL-52 Southeast Elevation

JL-52 Southwest Elevation

JL-52 Northeast Elevation

JL-52 Roof
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Frank Matero - Project Director, University of Pennsylvania 
John Hinchman - Project Supervisor, University of Pennsylvania
César Bargues Ballester, Nicole Mariel Declet, Araba Prah - Phase 3 Field Team, University of Pennsylvania

THE ARCHITECTURAL CONSERVATION LABORATORY
GRADUATE PROGRAM IN HISTORIC PRESERVATION 		
SCHOOL OF DESIGN - UNIVERSITY OF PENNSYLVANIA

SHEET IDENTIFICATION:

JLLO X-7.40
SHEET DESCRIPTION:

JL-53 EMPLOYEE DORMITORY 8

DELINEATORS:
César Bargues Ballester 

DIGITIZATION:
César Bargues Ballester 
Araba Prah

Conservation Treatment for Period Structural 
Concrete
B001 Spalling and Incipient Spalling in Masonry Units
B002 Cold Joints Cracks in Masonry Units 
B003 Cracking in Masonry Units 
B004 Efflorescence in Masonry Units 
B005 Crazing 
B006 Scaling 
B007 Impact Damage

Conservation Treatment for Period Wood 

B008 General Approach
B009 Rotten Eaves Fascia and Soffits 

B010 Eaves Fascia Board Displacement 
B011 Eaves Fascia Open Corners and Ends 

Conservation Treatment for Roofing Assemblies 

B012 Deteriorated Asphalt Linings 
B013 Flashing failures, Including Open and Displacements
B014 Improper Repair in Flashing
B015 Paint Coatings on Flashing 

Conservation Treatment for Period Windows, Doors and 
Trims 

B016 Windows and Doors 

Conservation Treatment for Period Wall Coverings 

B017 Repair of Open Corners
B018 Improvement of Architectural Detailing
B019 Replacement in Kind 
B020 Refastening Loose Shingles
B021 Repair of Cracks and Fracture in Shingle Siding
B022 Replacement of Vertical Board and Batten 
B023 Removal and Replacement of Deteriorated 
Fiberboard

Conservation Treatment for Period Painting and 
Coating 

B024 Painted Exterior Carpentry Elements 
B025 Soiling and Staining Cleaning
B026 Paint Removal in Siding 
B027Paint Removal in Windows, Doors & Trim 

Other Conservation Issues 

B028 Form and Massing
B029 Fixtures and Fittings 
B030 Improving Architectural Detail Guest Lodge Porches
B031 Staff Housing & Employee Dormitories Siding 

LEGEND

JL-53 Southwest Elevation

JL-53 Northeast Elevation

JL-53 Northwest Elevation

JL-53 Southeast Elevation

JL-53 Roof


